Attachment IV

Map 2 — PCB Concrete Sample Location Map
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Attachment V

Map 3 — PCB Concrete and Wipe Sample Correlation Map
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Attachment VI

Statistical Analysis






Sampie wipe core
6 5.1 165 :
38 5.2 165

130 5.8 165
46 6 340
18 8.1 165
29 10 165
37 10 1,100
W-3
41 12 1,800
11 13 165
17 13 165
23 14 165
32 16 2,800
W-4 :

16 17 2,000 -
21 48 2,200
26 780 18,000

Core Concentration (ug/kg)

Correlation of Data

—&— Seriest

Linear {(Series1)

c o ¢ 0 0 0 0O 0O 0 0 0 0 0 0 0 O
Wipe Concentrations (ug/100 cm2)







Attachment Vil

Chemical Test Results






McDowell Job No. 08-14372
CVvD 1111110

Table 1 - Summary of PCB Analytical Results (Concrete)

Groundwater Protection Criteria

Sample Date Description PCB
1336363
6R 11/1/2010 0-1/2" depth, grid 6 ND
1R 11/1/2010 0-1/2" depth, grid 11 ND
16R 11/1/2010 0-1/2" depth, grid 16 2,000
17R 117172010 0-1/2" depth, grid 17 ND
. 18R 11/1/2010 0-1/2" depth, grid 18 ND
21R 11/1/2010 0-1/2" depth, grid 21 2,200
23R 11/1/2010 0-1/2" depth, grid 23 _ ND
26R 11/1/2010 0-1/2" depth, grid 26 I 18,000 !
29R 11/1/2010 0-1/2" depth, grid 29 ND
30R 11/1/2010 0-1/2" depth, grid 30 ND
31R 11/1/2010 0-1/2" depth, grid 31 I 16,000 I
32R 11/1/2010 0-1/2" depth, grid 32 2,800
33R 11/1/2010 0-1/2" depth, grid 33 ND
37TR 11/1/2010 0-1/2" depth, grid 37 1,100
38R 11/1/2010 0-1/2" depth, grid 38 ND
41R 11/1/2010 0-1/2" depth, grid 41 1,800
46R 11/1/2010 0-1/2" depth, grid 46 340
"TSCA, Subpart D Cleanup Standards
industrial & Commercial li . . 1,000
MDNRE Generic Industrial & Commercial il
Direct Contact Criteria 16,000
MDNRE Generic Industrial & Commercial Ul .
Ambient Air Inhalation Criteria 810,000
MDNRE Generic Industrial & Commercial Il
Indoor Air Inhalation Criteria 16,000,000
"MDNRE Generic Industrial & Commercial Il :
NLL

NOTES:

1. MDNRE Generic Industrial and Commercial Il Direct Contact, Ambient Air Inhalation and
- Groundwater Protection Criteria from Part 201 Generic Cleanup Criteria and Screening
Levels "Soil; industrial and Commercial I, 1lf, and V" dated January 23, 2006.
TSCA Subpart D Cleanup Standards shown as uncapped value. Capped vaiue is 10,000 ug/kg.

All units expressed in ug/kg.
Direct Contact Criteria shown as Part 201 Soil Direct Contact Cleanup Criteria.

2.
3. Most rigorous of Ambient Air Criteria presented.
4,
5.

6
7
8
9
1

0. Values shown in the following box

Direct Contact Criteria.

. "NLL" = MDNRE indicates chemical not likely to leach.
. Chemical Abstract Service (CAS) Numbers are presented below chemical as provided by MDNRE.
. Isomer-specific detected concentrations added together for comparison.

. Boldface values are above the TSCA Subpart D Cleanup Standard.

[ exceed MDNRE







McDowell Job No. 09-14372
CvD 11/114/10

Table 2 - PCB Comparison Table Showing Correlation Between Wipe Sample and Concrete_'Sam_pIe

Results -
WIPE SAMPLES CONCRETE SAMPLE
PCB Concentration PCEB Concentration

Sample Date {ug/100cm?2) Sample Date - (ug/kg)
8 3/2/10 5.1 6R ' 1111110 ND
38 3/18/10 5.2 38R 11/1/10 ND
30 3/2/10 58 30R 11110 "ND
46 3/18/10 6 46R 114/1/10 . 340
18 3/18/10 8.1 18R 11/1/19 ‘ ND
37 . 31219 10 37R 1111110 1,100
29 31810 10 29R 11/1/10 ND
W-3 ' 5I29/09 10.6 31R (same grid as W-3) 11/1/10 16,000 (2)
41 31210 i2 41R ' 1114110 1,800
11 3210 13 11R 1171110 ~ ND
17 312110 13 17R 11/1/10 ND
23 31210 14 23R 11/1/10 ND -
32 3/118/10 16 32R 11/1/10 2,800
32W 3118110 C 41 *Correlates with sample 32 and 32R
W-4 5/29/09 16.4 33R (same grid as W-4) 11/1/10 ND (2)
16 3/18/10 17 16R 11/47110 2,000
21 31810 43 21R 1171110 2,200
21W 3M18/10 3s *Correlates with samples 21 and 21R
26 3/18/10 790 26R 11/4/10 18,000
NOTES: 1. Boldface values are at or above laboratory detection limit.

as initial samples taken prior to grid map of area created.

- Laboratory detection limit for wipe samples is 10 ug/100cm2.
. Laboratory. detection limit for concrete samples.is 330 ug/kg.
. "ND" = Not Detected

: Samples 31R and 33R were located in same 22" x 24" grid, however, not exact location







Brighton
 Analytical
£ L.L.C,

Th 1 -

2105 Pless Drive - Brighton, Michigan 48114 - Phone (810) 229-7575 - Fax (810) 229-8650 + E-mail bai-brighton@sheglobal.net

November 09, 2010

McDowell & Associates
21355 Hatcher Ave.
Ferndale, MI 48220

Subject:
09-14372

Dear Ms. VanDellen :

Thank you for making Brighton Analytical, L.L.C. your laboratory of
choice. Enclosed are the results for the samples submitted on
11/01/2010 for the above mentioned project. Duplicate copies can be
supplied at your request for a fee of $20.00 per copy. |

The irivoice for this project will be mailed with copy of report. If you
have any questions concerning the invoice or the data, please don't
hesitate to contact our office. Please reference Brighton Analytical,
L.L.C. project ID 11463 when calling with any questions regarding
this project.

Sincerely,
Brighton Analytical, L.L.C.






; Brighton Analytical, L.L.C.
B?’Z hﬁ@ﬂ 2105 Pless Drive

Analytical Brighton, Michigan 48116
LI CTM Phone: (816) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton(@sbeglobal .net
To: McDowell & Associates
Sample Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, MI 48220
Repert Date:  11/5/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BU03187 Project Number: 09-14372
Sample ID: 6R Concrete §''-1/2"

. Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1232 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARO 1242 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1254 Not detected ug/Kg 330 SWEg46 8082 BY 11/4/2010
RO 1260 Not detected  ug/Kg 330 SW846 8082 BY  11/4/2010
ARO 1262 Not detected  ug/Kg 330 SW846 8082 BY  11/4/2010
ARO 1268 Not detected ﬁg/Kg 330 SW846 8082 BY 11/4/2010
Total PCB Not detected ug/Kgp 330 SW8a6 5082 BY 11/4/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DL=Reported detection limit for analytical method requested. Some Releasedby:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

Page 1






; Brighton Analytical, L.L.C.
BT’Z hif@ﬂ ; 2105 Ples?; Drive
Analytical Brighton, Michigan 48116
I..L..C™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbcglobal net
To: McDoweli & Associates

Sample Date: ~ 11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, M1 48220
Report Date:  11/5/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BU03188 Project Number: 09-14372
Sample ID: IR Concrete 0"-1/2"

Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1221 Not detected ug/Kg 330 SWE46 8082 BY 117472010
ARQ 1232 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1242 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1248 Net detected ug/Kg 330 SWE46 8082 BY 11/472010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
\RO 1260 Not detected ug/Kg 330 SW846 8082 BY 11/4/2016
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1268 Not detected ug/I{g 330 SWE846 8082 BY 11/4/2010
Total PCB Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010

DIL~=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated I
target detection limits (TDXL). Date: L\

Page |






Brighton
Analytical

Sample Date: - 11/1/2010
Submit Date:  11/1/2010
Report Date:  11/5/2010

Brighton Analytical, L.L.C.

2105 Pless Drive

Brighten, Michigan 48116

L.L.C™ Pheone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton{@sbcglobal.net

To: McDowell & Associates

21355 Hatcher Ave.
Ferndale, M1 48220

BA Report Number: 11463
BA Sample ID: BU03189

Project Name:
Project Number: 09-14372

Sample ID: 16R Cencrete §''-1/2

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARQO 1232 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1242 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1248 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
RO 1260 2000 ug/Kg 330 SWEg46 8082 BY 11/4/2010
ARO 1262 Not detected ug/Kg - 330 SWEg46 8082 BY 11/4/2050
ARO 1268 Not detected ug/Kg 330 SWg46 8082 BY 11/4/2010
Total PCB 2000 ug/Keg 330 SWE46 8082 BY 11/4/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010

DL=Reported detection limit for analytical method requested. Some

compounds require special analytical methods to achieve MDINR designated

target detection limits (TDL).

Page 1

Released by:

Date:







s Brighton Analytical, L.L.C.
B} ! ht@ﬁ * 2105 Ples}; Drive
Analytical Brighton, Michigan 48116
LI C.TM Phone: (810) 229-7575 FAX.: (810) 229-8650

¢-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates

Sample Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, M1 48220
Report Date:  11/5/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BUG31%0 -Project Number: $9-14372
Sample ID: 17R Concrete 0'-1/2"

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARG 1016 Not detected ug/Kg 330 SWg46 8082 BY 11/4/2010
ARG 1221 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARQO 1232 Net detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1242 Not detected ug/Kg 330 SWEg46 8082 BY 11/4/2010
ARO 1248 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1254 Not detected ug/Kg 330 SWEg46 8082 BY 11/4/2010
\RO 1260 Not detected ug/Kg 330 SWR46 8082 BY 11/4/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
Total PCB Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). ‘ Date:

Page |






; Brighton Analytical, L.L.C.
B?’I hf@ﬂi 2105 Pless Prive
Analytical  Brighton, Michigan 48116
... C™ Phone: (810) 229-7575 FAX: (810) 229-8650
g-mail: bai-brighton@sbeglobal.net

To: McDowell & Associates
Sample Date;  11/1/2010 21355 Hatcher Ave.

Submit Date:  11/1/2010 Femdale, M1 48220
Report Date:  11/5/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BU03191 Project Number: 09-14372
Sample ID: 18R Conerete ¢-1/2"

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARO 1221 Not detected ng/Kg 330 SWE46 8082 BY 11/4/2010
ARO 1232 Not detected ug/Kg 330 SWEg46 8082 BY 11/4/2010
ARO 1242 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1254 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
RO 1260 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARG 1262 Not detected ug/kKg 330 SWE846 8082 BY 11/4/2010
ARO 1268 Net detected ug/Kg 330 SW8&46 8082 BY 11/4/2010
Total PCB Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DL=Reported detection limit for analytical method requested. Some Released by: o
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: .

Page |






Sample Date:
Submit Date:
Report Pate:

Brighton

\ Analytical
L L CTM Phone: (810} 229-7575 FAX: (810) 229-8650
R e-mail: bai-brighton@sbeglobal net

To: McDowell & Associates

Brighton Analytical, L.L.C.

2105 Pless Drive

Brighton, Michigan 48116

21355 Hatcher Ave.
Ferndale, MI 48220

BA Report Number: 11463
BA Sample ID: BU83192

Project Name:
Project Number: 09-14372

Sample ID: 21R Concrete 6-1/2"

Parameters Results Units DL Method Reference  Analyst
PCRB Analysis
ARO 1016 Not defected ug/Kg 330 SW3846 8082 BY
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY
ARO 1242 Not detected ug/Kg 330 SWE46 8082 BY
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY
ARQO 1254 Not detected ug/Kg 330 SWE46 8082 BY

RO 1260 2200 ug/Kg 330 SW846 8082 BY
ARO 1262 Not detected ug/Kg 330 SWEg46 8082 BY
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY
Total PCB 2200 ug/Kg 330 SW846 8082 BY
PCB solid extraction Extracted 3510/3550 MB
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date;

Page 1

Analysis
Date

11/5/2010
11/5/2010
117572010
117572010
11/5/2010
11/5/2010
11/5/2010
11/5/2010
11/5/2010
11/5/2010
117372010







: Brightoen Analvtical, L.1L.C.
Brighton 53105 Pless Drive
Analytical Brighton, Michigan 48116
L,L.C,TM Phone: (810) 229-75”_75 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates

Sample Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, MI 48220
Report Date:  11/8/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BU03193 Project Number: (9-14372
Sample ID: 23R Concrete 6''-1/2"

Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWEg46 8082 BY 11/5/2010
ARO 1221 ' Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ARQ 1232 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARQ 1242 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1254 Not detected ug/Kg 330 SWa46 8082 BY 11/5/2010

RO 1260 Not detected ug/Ke 330 SW3846 8082 BY 11/5/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1268 Not detected ug/I{g 330 SW846 8082 BY 11/5/2010
Total PCB Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2610
DL=Reported detection limit for analytical method requested. Some Released by: vy
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: a7/l @ .
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Brighton
Analytical
LL.C

Brighton Analytical, L.I.C.
2105 Pless Drive
Brighton, Michigan 48116
™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbcglobal.net

To: McDowell & Associates

Sample-Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  13/1/2610 Ferndale, M1 48220
Report Date:  11/9/2010

Project Name:
Project Number: 09-14372
Sample ID: 26R Concrete ¢''-1/2"

BA Report Number: 11463
BA Sample ID: BUB31%94

Analysis
Parameters Resuits Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 990 SWE46 8082 BY 11/5/2010
ARO 1221 Not detected ug/Kg 990 SWE846 8082 BY 11/5/2010
ARO 1232 Not detected ug/Kg 990 SWE846 8082 BY 11/5/2010
ARO 1242 Not detected ug/Kg 990 SW3846 8082 BY 13/3/2010
ARQ 1248 Not detected ug/Kg 990 SW846 8082 BY 11/53/2010
ARO 1254 Not detected ug/Kg 990 SWg46 8082 BY 11/5/2010
ARO 1260 18000 ng/Kg 990 SW846 8082 BY 11/5/2010
ARO 1262 Not detected ug/Kg 990 SWE46 8082 BY 11/5/2010
ARO 1268 Not detected ug/Kg 950 SWg46 8082 BY 11/5/2010
Total PCB 18000 ug/Kg 960 SWE46 5082 BY 11/5/2010
PCB solid extraction Extracted 3510/3550 MB 11/4/2010
DL~=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

Elevated PCB dl due to sample matrix.

Page 1






; Brighton Analytical, L.L.C.
B?’Z hii'@?”i ) 2105 PlesS; Drive
Analytical Brighton, Michigan 48116
L.1. C.TM Phone: (816) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates

Sample Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, MI 48220
Report Date:  11/5/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BU03195 Project Number: (9-14372
Sample ID: 28R Cencrete §'-1/2"

Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARQ 1016 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARO 1221 Not detected ug/Kg 330 SWE46 8082 BY 117472010
ARO 1232 Not detected ug/Kg 330 SWB846 8082 BY 11/4/2010
AROQ 1242 Not detected ug/Kg 330 SW846 8082 BY 11/4/201¢
ARQO 1248 ' Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1254 Not detected ug/kKg 330 SWE&46 8082 BY 11/4/2010
ARO 1260 Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
ARO 1262 Not detected ug/Kg 330 SWE46 8082 BY 13/4/2010
ARO 1268 Not detected ug/Kg 330 SWEg46 8082 BY 11/4/2010
Total PCB Not detected ug/Kg 330 SW346 8082 BY 11/472010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DL~=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated ' g
target detection limits (TDL). Date: .
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; Brighton Analytical, L.L.C.
B?”lg ht@ffl 2105 Pless Drive

\ Analytical  Brighton, Michigan 48116
LI C_TM Phone: (816) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal net
To: McDowell & Assoclates
Sample Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, M1 48220
Report Date:  11/5/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BUJ3196 Project Number: 09-14372
Sample ID: 30R Concrete 0''-1/2"

_ Analysis
~ Parameters Results Units DL Method Reference  Analyst Daie
PCB Analysis
ARQO 1016 Not detecied ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
ARO 1242 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1248 Not detected ug/Kg 330 SWE846 8082 BY 11/4/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
\RO 1260 ‘ Not detected ug/Kg 330 SW246 8082 BY 11/4/2010
ARO 1262 Not detected ug/Kg 330 SW3846 §082 BY 11/4/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 11/4/2010
Total PCB Not detected ug/Kg 330 SWE46 8082 BY 11/4/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). : Date:
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: Brighton Analytical, L.L.C.
BTZ ht@% 2105 Pless Drive
Anleyi'zcaf Brighton, Michigan 48116
I.I. C.T'V' Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal net
To: McDowell & Associates

Sample Date:  11/1/2010 21355 Hatcher Ave,
Submit Date:  11/1/2010 Ferndale, MI 48220
Report Date:  11/9/2010

BA Report Number: 11463 Project Name:
BA Sample ID: BU03197 Project Number; §9-14372 -
Sample ID: 31R Concrete ("-1/2"

‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 990 SWE46 8082 BY 11/5/2010
ARG 1221 Not detected ug/Kg 990 SWB46 8082 BY 11/5/2010
ARO 1232 Not detected ug/Kg 996G SW846 8082 BY 11/5/2010
ARO 1242 Not detected ug/Kg 990 SWE846 8082 BY 11/5/2010
ARQ 1248 Not detected ug/Kg 990 SWE846 802 BY 11/5/2010
ARO 1254 ’ Not detected ug/Kg 990 SW846 8082 BY 11/5/2010
ARG 1260 16000 ug/Kg 990 SWE46 8082 BY 11/5/2010
ARO 1262 Not detected ug/Kg - 990 SWE46 8082 BY 11/5/2010
ARC 1268 Not detected ug/Kg 990 SW846 8082 BY 11/5/2010
Total PCB 16000 ug/Kg 990 SW846 8082 BY 11/5/2010
PCB solid extraction | Extracted 3510/3550 MB  11/4/2010
DL=Reported detection limit for analytical method requested. Some Released by:
compounds reguire special analytical methods 1o achieve MDNR designated
target detection limits (TDL). Date:

Elevated PCB dl due to sample matrix.
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Brighton Brighton Analytical, L.L.C.
2105 Pless Drive

Analytical Brighton, Michigan 48116
L.L.C.TM Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal net
To: McDowel & Associates
21355 Hatcher Ave.
Ferndale, M1 48220

Sample Date:  11/1/2010
Submit Date:  11/1/2010
Report Date:  11/9/2010

Project Name:
Project Number: (9-14372
Sample ID: 32R Concerete 0"-1/2"

BA Report Number: 11463
BA Sample [D: BU®3198

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWg4e 8082 BY 11/8/2010
ARQO 1221 Not detected ug/Kg 330 SW846 8082 BY 11/8/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 11/8/2010
ARQO 1242 Not detected ug/Kg 330 SWE46 8082 BY 11/8/2010
ARO 1248 Not detected ug/Kg 330 SWE46 8082 BY 11/8/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 11/8/2010
RO 1260 2800 ug/Kg 330 SWE46 8082 BY 11/8/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 11/8/2010
ARO 1268 Not detected ug/Keg 330 SW846 8082 BY 11/8/2010
Total PCB 2800 ug/Kg 330 SW846 8082 BY 11/8/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DL=Reported detection limit for analytical method requested. Some Released by
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:
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Brighton
 Analytical

Sample Date:  11/1/2010
Submit Date:  11/1/2010
Report Date:  11/8/2010

Brighten Analytical, L.L.C.

2165 Pless Drive

Brighton, Michigan 48116

[..L..C ™ Phone: (816) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal net

To: McDowell & Associates
21355 Hatcher Ave.
Ferndale, MI 48220

BA Report Number: 11463
BA Sample ID: BU3199

Project Name:

Project Number: $%-14372
Sample ID: 33R Concrete ¢''-1/2"

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARQO 1016 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1221 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
AROQ 1232 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ARO 1242 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
AROQ 1248 Not detected ug/Kg 330 SWEg46 8082 BY 11/5/2010
ARO 1254 Not detected ug/Kg 330 SWEg46 B082 BY 11/5/2010
RO 1260 Not detected ug/Kg 330 SW846 80182 BY 11/5/2010
AROQ 1262 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ARO 1268 Not detected ug/Kg 330 . SWB846 8082 BY 11/5/2010
Total PCB Not detected ug/Kg 330 SWR46 8082 BY 11/5/2010
PCB solid extraction Extracted ' -3510/3550 MB 11/3/2010

DL=Reported detection limit for analytical method requested. Some

compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL).
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Released by:

Date:







Sample Date:
Submit Date:
Report Date:

Brighton

Analytical
LL CTM Phone: (810) 229-75_75 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal net
To: McDowell & Associates
21355 Hatcher Ave,
Ferndale, MI 48220

Brighten Analytical, L.L.C.

2105 Pless Prive

Brighton, Michigan 48116

BA Report Number: 11463
BA Sample ID: BU03200

Project Name:
Project Number: 09-14372

Sample ID: 37R Concrete §'"-1/2"

Parameters Results Units DL Method Reference  Analyst
PCB Analysis
ARQO 1016 Not detected ug/Kg 330 SWE846 8082
ARO 1221 Not detected ug/Kg 330 SW846 8082
ARQ 1232 Not detected ug/Kg 330 SW846 8082
ARO 1242 Not detected ug/Kg 330 SW846 8082
ARQO 1248 Not detected ug/Kg 330 SWE46 8082
ARGO 1254 Not detected ug/Kg 330 SWE46 8082
\RO 1260 1100 ug/Kg 330 SW846 8082
ARO 1262 Not detected ug/Kg 330 SW846 8082
ARQO 1268 Not detected ﬁg/Kg 330 SWE46 8082
Total PCB 1100 ug/Kg 330 SW846 8082
PCB solid extraction Extracted 3510/3550
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:
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; Brighton Analytical, L.L.C.
BTZ hton 2105 Pies)‘; Drive
Analytzcal Brighton, Michigan 48116
LI CTM Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton(@sbeglobal .net
To: McDowell & Associates

Sample Date:  11/1/2010 21355 Hatcher Ave.
Submit Date:  11/1/2010 Ferndale, MI 48220
Report Date:  11/8/2010

BA Report Number: 11463 Project Name:
BA Sample 1D: BU#3201 Project Number: 09-14372
Sample ID: 38R Concrete §"-1/2"

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1221 Not detected ug/Kg 330 SWE846 5082 BY 11/5/2010
ARO 1232 Not detected ug/Kg 330 SWg46 8082 BY 11/5/2010
ARO 1242 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1248 - Not detected ug/Kg 330 SWEg46 8082 BY 11/5/2010
ARG 1254 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ROG 1260 Not detected ug/Kg 330 SWEg46 8082 BY 11/5/2010
ARO 1262 Not detected ug/Kg 330 SWE846 8082 BY [1/5/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
Total PCB Net detected ug/Kg 330 SW846 8082 BY 11/5/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010

DL=Reported detection limit for analytical method requested. Some Released by: )
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:
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Byi gh ton Brighten Anaiytica_l, L.L.C.
, 2105 Pless Drive
Analytical ~ Brighton, Michigan 48116

LL CTM Phone: (810) 229-7575 FAX: (810) 223-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
21355 Hatcher Ave,
Ferndale, M1 48220

Sample Date:  11/1/2010
Submit Date:  11/1/2010
Report Date:  11/8/2010

BA Report Number: 11463
BA Sample ID: BU03202

Project Name:
Project Number: 09-14372
Sample ID: 41R Ceoncrete 0''-1/27

_ _ Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARQ 1221 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
AR 1232 Not detected ug/Kg 330 SWB846 8082 BY 11/5/2010
ARO 1242 Not detected ug/Kg 330 SW346 8082 BY 11/5/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARQ 1254 Not detected ug/Kg 330 SW3846 8082 BY 11/5/2010
RO 1260 1800 ug/Kg 330 SW2&46 8082 BY 11/5/2010
ARO 1262 Not detected ug/Kg 330 SWR46 8082 BY 11/5/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
Total PCB 1800 ug/Kg 330 SW846 8082 BY 11/5/2010
PCB solid extraction Extracted 3510/3550 MB 11/3/2010
DIL~=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL}). Date:
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; Brighton Analytical, L.L.C.
B?"lg hi(m 2105 Pless Drive

 Analytical Brighton, Michigan 48116
LL C,TM Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
21335 Hatcher Ave.
Ferndale, MI 48220

Sample Date:  11/1/2010
Submit Date:  11/1/2010
Report Date:  11/8/2010

Project Name:
Project Number: 09-14372
Sample ID: 46R Concrete 0'-1/2"

BA Report Number: 11463
BA Sample ID: BU03203

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ARO 1221 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ARO 1232 Not detected ug/Kg 330 SWE46 8082 BY 11/5/2010
ARO 1242 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1254 Not detected ug/Kg 330 SWg46 8082 BY 11/5/2010
RO 1260 340 ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 11/5/2010
ARO 1268 Not detected ug/Kg 330 SWE846 8082 BY 11/5/2010
Total PCB 349 ug/Kg 330 SW846 8082 BY 11/5/2010
PCB solid extraction | Extracted 3510/3530 MB 11/3/2010
DL=Reported detection limit for analytical method requested. Some Refeased by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:
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| McDowell & Associates
Geotechnical, Envirenmental & Hydrogeological Services © Muateriols Testing & Inspection

© 91355 Hatcher Avenue = Ferndale, M 48220
Phone: (248) 399-2066 -~ Fax: (248) 399.2157

www.mccibwasc.com

January 3, 2011

U.S. Environmental Protection Agency (EPA)

77 W. Jackson Boulevard

Chicago, Illinois 63604

Mail Code LU-9J Job No. 09-14372

Attention: M. Peter Rmnanauskas

Subject: Addendum No. 2
PCB Self-Implementing Site Cleanup Plan for
Detroit Mt. Elliot Real Estate, n.C
Existing Industrial Building
Former Wood Block Floor Area
8600-8650 Mt. Elliot Street
Detroit, Wayne County, Michigan

Dear Mr. Ramanauskas:

McDowell & Associates (McDowell) submitted a Cleanup Plan for Self-Implementing Site
Cleanup and Disposal of PCB Remediation Waste, dated May 20, 2010, to the U.S. EPA. A
response was received, dated July 12, 2010, indicating the notification is approved, subject fo
three conditions. The purpose of this addendum is to revise the proposed cleanup schedule
presented in our Addendum No. 1 letter, dated November 17, 2010.

McDowell and Associates began oversight of the cleanup of the property November 29, 2010.
Since that time, two rounds of verification sampling, accounting for nearly 200 samples, has
been completed within the “triangular” area of contamination. Samples were submitted for
chemical analysis of PCBs, Method 8082. In addition, three passes of the resulting impacted
area have been mechanically cleaned by environmental remediation contractor, resulting in a
reduced area of residual contamination, McDowell & Associates is discussing the results with
our client and at this time, anticipate further clean-up work. Thus, we respectfully request an
extension to the reporting deadline of Jannary 10, 2011 as indicated in your July 12, 2010 letter

regarding the PCB Self-Implementing Site Cleanup Flan.

A revised schedule is attached for your convenience indicating our anticipated report completion
date. '

Mid-Michigan Office
3730 James Savage Road * Midland, Ml 48642
Phone; (989) 496-3610 « Fax: (989) 496-3190






Job No. 09-14372

If you have any questions regarding the mfonnatlon contained within this letter, or if we can be
of further assistance, please do not hesitate to contact us.

CV:DMMijb

P-/Doug/09-14372/EPA response letter november 2010-1

Very truly yours,

McDOWELL & ASSOCIATES

(Koooter Va2t
Christine VanDeHen

Environmental Scientist
i;fdw‘_"\u,.‘: fﬁwm"“a...
i f"j ,r"f ;J

S f:?'“f“""
Douglas M. McDowell M. S.,PLE.
]%nvuonmental Manager

4







Page -3- Job No. 09-14372

Certification

In accordance with 40 CFR 761.61(a)(3)E), Detroit Mt. Elliott Real Estate, LLC (current owner
of the property and the party conducting the cleanup) and McDowell & Associates
(environmental consultant for Detroit Mt. Elliott Real Estate, LLC) certify that all sampling
plans, sample collection procedures, sample preparation procedures, extraction procedures, and
instrumental/chemical analysis procedures used to assess or characterize the PCB contamination
at the cleanup site are on file at McDowell & Associates' Ferndale, Michigan office, and are
available for U.S. EPA inspection.

Detroit Mt. Elliott Real Estate, LLC

MCDo,yvell & Assgeiat\es
/o |

X/

{ 7/ { -

! ;:f’re[ fis J‘f 3 ,‘;ﬂF
VIl
Pouglas M. McDowell, M.S., P.E.

cc:  Michigan Department of Natural Rescurces and Environment
Wayne County Environmental Health Department

Attachments:
Attachment I - Site Location Map
Attachment I - Revised Cleanup Schedule

P:/Doug/09-14372/EPA response letter november 2010-1
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Revised Cleanup Schedule

November 29, 2010 — February 14, 2011

Complete on-site cleanup work.

February 14, 2011- February 28, 2011

Finalize analytical laboratory testing.

March 1, 2011 = Mash 11, 2011

Disposal of waste off-site.

March 11, 2011 —March 28, 2011

Completion of final report.

March 31, 2011

Final report submitted to EPA.







Attachment IX —

" Analytical Chemistry Results with Chain-of-Custody






Analytical
L L.L.C.

2105 Pless Drive - Brighton, Michigan 48114 - Phone (810} 229-7575 - Fax (810) 229-8650 - E-mail bai-brighton @sbcglobal. net

December 20, 2010

McDowell & Associates
21355 Hatcher Ave.
Ferndale, MI 48220

Subject:  09-14372
09-14372

Dear Ms. VanDellen :

Thank you for making Brighton Analytical, L.L.C. your laboratory of
choice. Enclosed are the results for the samples submitted on
12/06/2010 for the above mentioned project. Duplicate copies can be
supplied at your request for a fee of $20.00 per copy.

The invoice for this project will be mailed with copy of report. If you
have any questions concerning the invoice or the data, please don't
hesitate to contact our office. Please reference Brighton Analytical,
L.L.C. project ID 11939 when calling with any questions regarding
this project.

Sincerely,
Brighton Analytical, L.L.C.






Brighton Analytical, L.L.C,
2105 Pless Drive
Brighton, Michigan 48116
R Phone: (810) 229- 7575 FAX: (810) 229-8650
e-mail; bai-brightonf@sbeglobal net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU05034 ‘ Project Number: 09-14372
Sample ID: V1

Analysis
Parameters Resulis Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1232 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/201G
ARQO 1248 Not detected ng/Kg 330 SW846 8082 BY 12/10/2010
RO 1254 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
DL=Reported detection limit for analytical method requested. Some Released by: LQQ ]
compounds require special anatytical methods to achieve MDNR designated
target detection limits (TDL). Date:  \ L~ \d( '3{

PCB results based on wet weight,

Page 1






Bri ghfon Brighton Analytical, L.L.C.
A?’IQZ fiCQl 2105 Pless Drive

y Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FA3: (810) 229-8650

e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU0S035 Project Number: 09-14372
Sample [D: V2
: Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/20610
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Net detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1242 Below det lim ug/Keg 330 SWE46 8082 BY 12/10/2010
ARQO 1248 4 Net detected ug/Kg 330 SW846 8082 BY 12/10/2610
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010

RO 1260 Below det lim ug/Kg 330 SWg4e 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1268 Not detected ug/Kg 330 SW3846 8082 BY 12/16/2010
Total PCB Below det lim ug/Kg 330 5W846 8082 BY 12/16/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
DL=Reperted detection limit for analytical method requested. Some Released by: L Q QQ&\; /&
compounds require special analytical methods to achieve MDNR designated v
target detection limits (TDL). Date: Wik, A \/\}

PCRB results based on wet weight.

Page 1






. Brichton Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
 L.L.C ™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-malil: bai-brighton@sbcglobal.net
To: McDowell & Associates
S_ample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2610

BA Report Number: 11939 Project Name; 09-14372
BA Sample ID: BU0S036 Project Number; 09-14372
Sample ID: V3
: Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWa46 8082 BY  12/10/2010
ARO 1221 Not detected ug/Keg 330 SW846 8082 BY  [2/10/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY  12/10/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY  12/10/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY  12/10/2010
ARO 1254 Not detected ug/Kg 330 SWa46 8082 BY  12/10/2010

RO 1260 Below det lim ug/Kg 330 SW846 8082 BY  12/10/2010
ARO 1262 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY  12/10/2010
Total PCB . Below det lim ug/Kg 330 SW3846 8082 BY  12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/6/2010

n

DL=Reported detection limit for analytical method requested. Some Released by: (J{ Q) i(}NL QJ’ s
compounds require special analytical methods to achieve MDNR designated TN
target detection limits {TDL). Date: L~ \L&i A

PCB results based on wet weight.

Page 1






Brzghfgﬁ Brighton Analytical, L.L.C,
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
LLCTM Phone: (810) 229-7575 FAX: (810) 229-8650
¢-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, Ml 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUGSE37 Project Number: 09-£4372
Sample ID: V4

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARG 1221 Not detected ug/Kg 330 SW3846 8082 BY 12/106/2010
ARQO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/16/2010
ARO 1248 Not detected ug/Kg 330 SW84s6 8082 BY 12/10/2010
ARQ 1254 Not detected ug/Kg 330 SWgds 8082 BY 12/10/2010
«RC 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
Total PCB 420 ug/Kg 330 SW846 8082 BY 12/10/2010
PCE solid extraction Extracted 3510/3550 12/9/2010

DEL=Reported detection limit for analytical method requested. Some Released by: %&Lk{\;

compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: AL ANt @

PCB results based on wet weight.
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Brichton Brighton Analytical, L.L.C.
Aﬁﬁ l fiCﬁ Z 2195 Pless Drive
y Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal net

To: McDowell & Associates
Sample Date;:  12/6/2010 21355 Hatcher Ave.

Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU5038 Project Number: 09-14372
Sample [D: V5
Analysis

Parameters Results Lnits DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/16/2010
ARO 1232 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
ARO 1242 Below det m ug/Kg 330 SW3g46 8082 BY 12/10/2010
ARQO 1248 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010

RO 1260 Below det fim ug/kg 330 SW840 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
Di=Reported detection limit for analytical method requested. Some Released by: w ,&& . _/pv
compounds require special analytical methods to achieve MDNR designated _ 7

. target detection limits (TDL). Date: \L AW oo b

PCR results based on wet weight,
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Brichton Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To; McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2016 Ferndale, Mi 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU05039 Project Number: (9-14372
Sample ID: V6

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCER Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8032 BY 12/10/2010
ARO 1221 Not detected ug/Keg 330 SWE846 8082 BY 12/10/2010
ARG 1232 Not detected ug/Kg 330 SW346 8082 BY 12/10/2010
ARO 1242 Below det lim ug/kKg 330 SWE846 8082 BY 12/10/2010
AROQO 1248 Not detected ug/Kg 330 SW846 8082 BY - 12/10/2010
ARO 1254 Not detected ug/Kg 330 SW346 8082 BY 12/10/2010
RO 1260 Below det Hm ug/Kg 330 SW346 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Exiracted 3510/3550 MB 12/6/2010
DL=Reported detection limit for analytical method requested. Some Released by: ( QL L4
compounds require special analytical methods to achieve MDNR designated = / :
target detection limits (TDL). Date: \’L\d{L A O j

PCB results based on wet weight.

Pase 1






' Bi’ight@n Brighton Analytical, L.L.C.

. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton(@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372

BA Sample ID: BU05G40 Project Number: 09-14372
Sample [D: V7
Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis _
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1254 Not detected ug/Kg 330 SWE846 8082 BY 12/10/2010

RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction - Extracted 3510/3550 MB 12/9/2010
BlL=Reported detection lintit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated _ S\b
target detection limits (TDL). Date: VL=t (L

PCB results based on wet weight.

Page 1






Briochton Brighton Analytical, L.L.C.
Aﬁ@ Z fiCQ Z 2105 Plfass‘Drive

y Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton(@sbcglobal.net
To: McDowell & Associates

Sample Date;  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sampie ID: BUGS(4I .. Project Number: 09-14372
Sample ID: V8

Analysis
Parameters Results Units DI Method Reference -Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
AROC 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1232 Not detected ug/Kg 330 SW3§46 8082 BY 12/10/2010
ARG 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARG 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1254 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 Mot detected ug/Kg 330 SW2a4s 8082 BY 12/10/2010
ARO 1268 - Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW8406 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
DL=Reported detection limit for analytical method requested. Some Released by: (.,Q g Jj&’_’ }\(
compounds require special anaiytical methods to achieve MDNR designated /
target detection limits (TDL). Date: _\/Le W yo

PCB resulis based on wet weight,
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Bf’ighf@ﬁ Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L.L..C ™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 89-14372
BA Sample ID: BU05042 Project Number: 09-14372
Sample 1B: V9
Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010

RO 1260 Below det lim ug/Kg 330 SWa46 8082 BY 12/10/2010
ARQ 1262 Not detected ug/Kg 330 SW846 3082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 3082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SWE846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010

AR

DL=Reported detection limit for analytical method requested. Some Released by: QJLK&%\_ }
compounds require special analytical methods to achieve MDNR designated ~1
target detection limits (TDL). S Date: VL o

PCB results based on wet weight.

Page 1






'Bi’ighmn Brighten Analytical, L.L.C.
2105 Pless Drive

Analy tical Brighton, Michigan 48116
L.L.C.™ Phene: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net

To: McDowell & Associates

Sample Date:  12/6/2010 21335 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939
BA Sample ID: BU0GS043

Project Name: 09-14372
Project Number: ¢9-14372
Sample [D: V10

Analysis
Parameters Resulis Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1232 Not detected ng/Kg 330 SW846 8082 BY 12/10/2010
AROQO 1242 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
AROQ 1248 Not detected ug/Kg 330 SW846 8082 BY 12/16/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
RO 1260 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1262 Net detected ug/Kg 330 SW846 8082 BY 12/10/2010
AR 1263 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Not detected ug/Kg 330 SW3846 8082 BY 12/16/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010

Released by: L,Q ‘\\Jb& . i\}j

DL=Reported detection limit for analytical method requested. Some

compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL). Date: V| \-5( Lof

PCB results based on wet weight.

Page 1






Bmghf@ﬁ Brighton Analytical, L.L.C.
: 2105 Pless Drive
Analytical Brighton, Michigan 48116
. LL C TM Phene: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/20610 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: §9-14372
BA Sample ID; BU05044 Project Number: 09-14372
Sample ID: Vi1

‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCEB Analysis
ARO 1016 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SWa46 8082 BY  12/16/2010
ARO 1232 Not detected ug/Kg 330 SWE46 8082 BY  12/10/2010
ARQ 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW3a4o6 8082 BY 12/10/2010
ARQO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
AR{( 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY  12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY  12/10/2010
PCB solid extraction Extracted ' 3510/3550 MB 12/9/2010

DL=Reported detection limit for analytical method requested. Some Released by: (_J\Au\

compounds require special analytical methods to achieve MDNR designated

3
target detection limits {TDL). Date: \ﬂ/tl_ d( ‘ &qé \

PCB results based on wet weight,
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B;ﬁighﬁ@m Brighton Analytical, L.L.C.
‘ 2105 Pless Drive

Amﬂy flCﬁlZ Brighton, Michigan 48116
 L.L..C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2010

BA Report Number: 11939 ] Project Name: G9-14372
BA Sample ID: BUOS045 Project Number: 09-14372
Sample ID: V12

Analysis
Parameters Results Units DL Method Reference  Analyst Dato
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1221 Not detected ug/kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1242 Below det lim ug/Kg 330 SWa46 8082 BY 12/10/2010
ARO 1248 Mot detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1254 Not detected ug/Kg 330 SW3846 8082 BY 12/10/2010
RO 1260 Not detected ug/Kg 330 SWE846 8082 BY 12/10/2010
ARO 1262 _ Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SWE846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/6/2010
DE=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). _ Date; 17| o jﬂé

PCB results based on wet weight.

Page 1






Brichton Brighton Analytical, L.L.C.
2145 Pless Drive

Analytical Brighton, Michigan 48116
L.L.Cm Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2810 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU8S046 Project Number: 09-14372
Sample ID: V13

‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARG 1242 Below det lim ng/Kg 330 SW846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SWg46 8082 BY 12/10/2010
ARO 1254 Not detected ug/Kg 330 SWg46 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 - Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW3846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
; : :
DIL=Reported detection limit for analytical method requested. Some Released by: L/( (\i , (\ : L
compounds require special analytical methods to achieve MDNR designated T '
target detection limits (TDL). Date: | 1AM, Lo
PCB results based on wet weight, (_j
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Brighton Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L. L.C ™ Phone: (816) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
7 To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: #9-14372

BA Sample 1D: BUGS047 Project Number: §9-14372
Sampte [D: V14
‘ Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCE Analysis
ARQO 1016 Not detected ug/Kg 330 SWE846 8082 BY 12/10/2010
ARQ 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1232 Mot detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1242 610 ug/Kg 330 SW3846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010

RO 1260 Below det lim ug/Kg 330 SWE846 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SWE846 8082 BY 12/10/2010
AROC 1268 Not detected ug/Kg 330 SWB46 8082 BY 12/10/2010
Total PCB 780 ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
DL=Reported detection limit for analytical method requested. Some Released by:( MML
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: [ N kc/ _—

PCB resuits based on wet weight,
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Sample Date:
Submit Date:
Report Date:

12/6/2010
12/6/2010
12/13/2010

Brighton
Analytical

L.L.C ™ Phone: (810) 229-7575 FAX: (810) 229-8650

Brighton Analytical, L.L.C.
2105 Pless Drive
Brighton, Michigan 48116

e-mail: bai-brighton@sbcglobal.net

To:

McDowell & Associates
21355 Hatcher Ave,
Ferndale, M1 48220

BA Report Number: 11939 Project Name: 09-14372
BA Sampie [D: BU0S048 Project Number: 09-14372
Sample ID: V15
Analysis
Parameters Resuits Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
ARQ 1232 Not detected ug/kg 330 SW846 8082 BY 12/10/2010
ARQ 1242 Below det iim ug/Kg 330 SWE846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
ARO 1254 Not detected ug/Kg 330 SWa46 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW3a46 8082 BY 12/10/2010
ARQO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2016
ARO 1268 Not detected ug/Kg 330 SWS846 8082 BY 12/10/2010
Total PCB 460 ug/kKg 330 SW346 8082 BY 12/10/2016
PCR solid extraction Extracted 3510/3550 MB 12/9/2010

DL=Reported detection limit for analytical method requested. Some
compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL).

PCB results based on wet weight.

Paoe 1

Released by:&k&&/’b(\

Date: \‘"i'/«\\:!(‘ A \\







Brichton Brighten Analytical, L.L.C.
A z ¢ . f 2105 Pless Dirive
natyiica Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbeglobal.net

To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number; 11939 Project Name: 9-14372
BA Sample ID: BU0GS049 Project Number: $9-14372
Sample ID: V16

. Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW84o6 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
ARD 1242 Below det lim ug/Kg 330 SWE846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1254 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 . Not detected ug/Keg - 330 SWE846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SWE846 8082 BY 12/10/2010
PCB solid exfraction Extracted 3516/3550 MB 12/9/2010
a0
DL=Reported detection limit for analytical method requested. Some Released by: L/C\_Q&Lw\ P

compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: J_‘]_(._‘_KL\_“LL

PCB results based on wet weight.

Page |







Brighton Brighton Analytical, L.L.C.
2105 Pless Drive

Analytical Brighton, Michigan 48116
L.L.C ™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail; bai-brighton{@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample 1ID: BUSS050 Project Number: 09-14372
Sample ID:; V17

: Analysis
Parameters Results - Units bL Method Reference  Analyst Date
PCB Analysis _
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW3a46 8082 BY 12/10/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 336 SW3a46 8082 BY  12/10/2010
ARO 1268 Not detected ug/Kg 330 SW3a46 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010

DL=Reported detection limit for analytical method requested. Some Released by:

compounds require special analytical methoeds to achieve MDNR designated
target detection limits (TDL). Date:

S

v

PCB results based on wet weight.

Page 1






Brichion Brighton Analytical, L.L.C.
. 2105 Pless Dirive
Am‘zly tica E Brighton, Michigan 48116
L . L C.T M Phomne: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: (9-14372

BA Sample ID; BUGS051 Project Number: $9-14372
Sample ID: VI8
: Analysis

Parameters Resulis Units DL Method Reference  Analyst - Daie
PCB Analysis
ARO 1016 Not detected ug/kKg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SWg4e6 8082 BY 12/10/2010
ARO 1242 Below det lim ug/Kg 330 SWE46 8082 BY 12/10/2010
ARG 1248 Not detected ug/Kg 330 SWg46 8082 BY 12/10/2010
ARO 1254 ' Not detected ug/Kg 330 SWg46 8082 BY 12/10/2010

RO 1260 Below det lim ug/kKg 330 SWg46 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
AROQO 1268 Not detected ug/Kg 330 SWeg46 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/5/2010

. .

DL=Reported detection limit for analytical methed requested. Some Released by: ( ﬁ( Q /
compounds require special analytical methods to achieve MDINR designated Z4V
target detection limits {(TDL). Date: 1~ 3k fo

g

PCB results based on wet weight.

Pase 1






. Brichton Brighton Analytical, L.L.C.

2105 Pless Drive

To:
Sample Date;  12/6/2010
Submit Date:  12/6/2010
Report Date:  12/13/2010

Analytical Brighton, Michigan 48116
L.L;CTM Phone: (810) 229-7575 FAX: (810) 229-8650
e-inail: bai-brighton@sbcglobal.net

McDowell & Associates

21355 Hatcher Ave.
Ferndale, MI 48220

BA Report Number: 11939 Project Name:

09-14372
BA Sample ID: BUG5352 Project Number; 09-14372
Sample ID; V19
‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCR Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1242 Below det lim ug/Kg 330 SWg46 8082 BY 12/10/2010
ARQO 1248 Not detected ug/Kg 330 SWB46 8082 BY 12/10/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SWE46 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010

DL~Reported detection limit for analytical method requested. Some
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL).

PCB results based on wet weight,

Page 1

Released by: L/ A J@L\; /3

[

Date:







Bmghﬁon Brighton Analytical, L.L.C.
2165 Pless Drive

A”ﬁzy tical Brighton, Michigan 48116
[.L..C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@shcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
- BA Sample ID; BUG5053 Project Number: 09-14372
Sample ID: V20

Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2610
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARQO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARG 1254 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010

RO 1260 Below det lm ug/Kg 330 SW846 8082 BY 12/10/2010
ARG 1262 Not detected ug/Kg 330 SWg46 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2010
DL=Reported detection limit for analytical method requested. Some Released by! -
compounds require special analytical methods to achieve MDNR designated N
target detection limits (TDL). Date: \’\L\\.&( LD

\

PCB results based on wet weight.

Page 1






Brichton Brighton Analytical, L.L.C.
2105 Pless Drive

AnaZy i"lCﬁl Brighton, Michigan 48116
. L.L..C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date;  12/6/2010 Ferndale, MI 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU05054 Project Number: (9-14372
Sample ID: V21

: Analysis
Parameters Resulis Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1242 Below det lim ug/Kg 330 SW§46 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARQ 1254 Not detected ug/Kg 330 SWE46 8082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY  12/10/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/16/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/10/2010
PCB solid extraction Extracted 3510/3550 MB 12/9/2610
DL=Reported detection limit for analytical method requested. Some Released by: &Q /}\
compounds require special analytical methods to achieve MDNR designated = ‘:'7
target detection Hmits (TDL). Date: A\ %

PCB results based on wet weight.
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Bﬂg hf@?’l Brighton Analytical, L.L.C.
Analytical 2105 Pless Drive
L.L.C. Brighton, Michigan 48116
™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date: - 12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, Ml 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: $9-14372
BA Sample ID: BU(5855 Project Number: 09-14372
‘ Sample ID: V22

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis _
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARC 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1232 Not detected ng/Kg 330 SW846 8082 BY 12/6/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 _ Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
RO 1254 Below det Em ug/Kg 330 SWEg46 8082 BY 12/9/2010
ARQO 1260 Below det lim ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
Total PCB 540 ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010

DL=Reported detection limit for analytical method requested. Some Released by: \&L\&&L\

compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL). Date: \ L.\t 4 -

PCB results based on wet weight.
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B?’lght@% Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L.L.C™ Phene: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton(@sbeglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 : 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date;  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUOS0656 Project Number: 09-14372
Sample ID: V23

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Naot detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1242 Below det Hm ug/Kg 330 SWa46 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1254 Mot detected ug/Kg 330 SWB846 8082 BY 12/9/2010
(RO 1260 Below det lim ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB Below det Hm ug/Kg 330 SwW3g46 8082 BY 12/8/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for apalytical method requested. Some Released by: \@ S L}KL [\ 7
compounds require special analytical methods to achieve MDNR designated T
target detection limits (TDL). Date:  Vi-\\e- k':i’d

PCB results based on wet weight,
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B}’”Zghf@n Brighton Analytical, L.L.C.
2105 Pless Drive

Aﬁﬁly tical Brighton, Michigan 48116
I..[..C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton(@sbcglobal net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, Mi 48220
Report Date:  12/10/2010

BA Report Number: 11939 ' Project Name: 09-14372
BA Sample 1D: BUOS(S7 Project Number: 9-14372
Sample 1D: V24

: Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1221 Mot detected ug/Keg 330 SwWg46 8082 BY 12/9/2010
ARO 1232 Mot detected ug/Kg 330 SWg46 8082 BY 12/9/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 ' Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1254 ' Not detected ug/Keg 330 SW346 8082 BY 12/9/2010

1RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
AROQO 1262 Not detected ug/Ke 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SW3845 8082 BY 12/9/2010
Total PCB Below det lim ug/Ke 330 SW846 8082 BY 12/9/2010
PCR solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by:% jﬁ

compounds require special analytical methods to achieve MDNR designated {
target detection limits (TDL). Date: V-S|

PCB results based on wet weight.
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Brighton
Analytical

. [L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650

Brighton Analytical, 1.1.C.
2105 Pless Drive
Brighton, Michigan 48116

e-mail: bai-brighton@sbcglobal.net

To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.

Submit Date:  12/6/2010 Ferndale, MI 48220

Report Date:  12/10/2010

BA Report Number: 11539 Project Name: (9-14372

BA Sample ID: BU0S058 Project Number: §9-14372
Sample 1D: V25
Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARC 1016 Not detected ug/Kg 330 SW3846 8082 BY 12/9/2010
ARQO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1232 Not detected uz/Kg 330 SW846 8082 BY 12/5/2010
ARO 1242 Below det lim ug’Kg 330 SW3846 8082 BY  12/5/2010
ARO 1248 Mot detected ug/Kg 330 SW846 8082 BY 12/6/2010
ARO 1254 Not detected ug/Kg 330 SWB46 8082 BY 12/9/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SWg46 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010

DL~Reported detection limit for analytical method requested. Some
compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL}.

PCB resulis based on wet weight,
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B righton Brighton Analytical, L.L.C.

. 2105 Pless Drive
Analytical g ionton, Michigan 48116

L.L.Cm Phone: (810) 229-7575 FAX: (816) 229-8650
e-mail; bai-brighton@sbeglobal net
To: McDowell & Associates
Sample Date;  12/6/2010 213535 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU05059 Project Number: 09-14372
Sample ID: V26

: Analysis
Parameters Results Units DL Method Reference ~ Analyst Date

PCB Analysis
ARC 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/972010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1242 Below det lim ug/Kg 330 SWg4s6 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW346 8082 BY 12/9/2010
ARO 1254 Not detected ug/Ke 330 SWg46 8082 BY 12/6/2010
ARC 1260 Below det lima ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Keg 330 SW846 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3530 RG 12/7/2010

DL=Reported detection limit for analytical method requested. Some Released by: &XM

compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL). Date: \ b\ o J

PCB results based on wet weight.
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2105 Pless Dirive

B T’Zg hi@n Brighton Analytical, L.L.C.

Analytical  ponion, Michigan 48116
L.L.Cm™ Phone: (810) 229-7575 FAX: (819) 229-8650

e-mail; bai-brighton@sbeglobal.net

To:
Sample Date:  12/6/2010
Submit Date:  12/6/2010
Report Date:  12/10/2010

McDowell & Associates
21355 Hatcher Ave.
Ferndale, Ml 48220

BA Report Number: 11939 Project Name: (9-14372
BA Sample ID: BUG5G60 Project Number: §9-14372
Sample ID: V27
‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCRB Analysis
ARC 1016 Not detected ug/Kg 330 SWa46 3082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1232 Not detected ug’Kg 330 SWE846 8032 BY 12/9/2010
ARQ 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1260 Below det lim ng/Kg 330 SwWeg46 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW§846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Keg 330 SW3846 8082 BY 12/9/2010
Total PCB 380 ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010

DL=Reported detection limit for analytical method requested. Some
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL).

PCB results based on wet weight.
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B?"Zg’ hﬁfom Brighten Analytical, L.L.C.

. 2105 Pless Drive
A?’?ﬂly’ tical Brighton, Michigan 48116

LL C ™ Pheone: (810) 229-7575 FAX: (810) 229-865¢
e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUGSI61 Project Number: $9-14372
Sample [D: V28
Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARQO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Keg 330 SW846 8082 BY 12/9/2010
ARQ 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
AROQO 1242 Not detected ug/Kg 330 SW3E46 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW4e 8082 BY 12/9/2010
AROQO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1260 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ugKg . 330 SW846 8082 BY 12/9/2010
ARO 1263 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by: \&k Q\u&\ A"
compounds require special analytical methods to achieve MDNR designated 3
target detection limits (TDL). Date: 7.\ 2

PCR results based on wet weight.
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: Bmghfon Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L.L.C™ Phone: (810) 228-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbeglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372

BA Sample ID: BU05062 Project Number: (9-14372
Sample 1D: V23
, Analysis
Parameters © Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARC 1221 } Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARQO 1232 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1242 Below det Jim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 Not detected ug/kg 330 SW846 8082 BY 12/9/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Ke 330 SW846 8082 BY 12/6/2010
ARO 1268 Not detected ug/Kg 330 SWg46 §082 BY 12/9/2010
Total PCB 336 ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by: (\_QR | Q%&—_/,/\/\
compounds require special analytical methods to achieve MDNR designated A f
target detection limits (TDL). Date: \ .4 -\ qf/

PCB results based on wet weight.
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Briohton Brighton Analytical, L.L.C.
. 2105 Pless Drive
Analytical  pigneon, Michigan 48116
[..L.Cm™ Phope: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.

Submit Date:  12/6/2010 Ferndale, MI 48220
~ Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUOS063 Project Number: 09-14372
Sample ID: V30

Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARQ 1016 Not detected ug/Kg 330 SW346 8082 BY 12/9/2010
ARQ 1221 Not detected ug/Kg 330 SW8g46 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1242 Below det lim ug/Kg 330 SW3846 8082 BY 12/9/2010
ARQ 1248 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARC 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1260 Below det Hm ug/Kg 330 SWB46 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1268 : Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW2846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DI=Reported detection limit for analytical method requested. Some Released by: u&:&\w & |
compounds require special analytical methods to achieve MDNR designated \/
target detection limits (TDL). Date: \X:L-V\Uc : Cg(\j\ R

PCB results based on wet weight.
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Briohton Brighton Analytical, L.L.C.

. 2105 Pless Drive
Analytical Brighton, Michigan 48116

L.L.Cm Phone: (816) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample 1D: BU0SG64 Project Number: 09-14372
Sample [D: V31
Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARG 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SWg46 8082 BY 12/9/2010
ARQO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 Not detected ug/kKg 330 SW846 8082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARQ 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/kKg 330 SW846 8082 BY 12/9/2010
Total PCB Below det lim ug/Keg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by: k &\,&&L
compounds require special analytical methods to achieve MDNR designated {
target detection limits (TDL). Date:  \L.\S.\®

PCB results based on wet weight,
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Bf‘ighfon Brighton Analytical, L.L.C.
A na Z y tiCQ Z 2105 Pless Drive

Brighton, Michigan 48116
L.L.Cm™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal net

To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUG5065 Project Number: 09-14372
Sample ID: V32

: : Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Net detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1232 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARQ 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 12438 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8032 BY 12/9/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQ 1268 Not defected ug/Ke 330 SWg46 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SWB46 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytica method requested. Some Released by: Wm o
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: { 1 - L’:::(’

PCB results based on wet weight.
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Sample Date:
Submit Date:
Report Date:

12/6/2010
12/6/2019
12/10/2010

Brighton
Analytical
L.L.Cm™ Phone: (810) 229-7575 FAX: (810) 229-8650

Brighton Analytical, L.L.C.
2105 Pless Drive
Brighton, Michigan 48116

e-mail: bai-brighton@sbeglobal net

To:

McDowell & Associates
21355 Hatcher Ave.
Ferndale, M1 48220

BA Report Number: 11939 Project Name: (9-14372
BA Sample ID: BU05066 Project Number: 09-14372
Sample ID: V33
Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW3846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQ 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1242 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1243 Not detected ug/Kg 330 Sw846 8082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1260 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW3846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SWeg46 8082 BY 12/9/2010
Total PCB Not detected wg/Kg 330 SW846 8082 BY  12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010

DL=Reported detection limit for analytical method requested. Some
compounds require special analytical methods to achieve MDNR designated

target detection limits (TDL).

PCB results based on wet weight.
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Released by: %&ﬁ&z\
o /

Date: _{3-\Y w”:\
Y,






Bf’ighion Brighton Analytical, L.L.C.
2165 Pless Drive

A?’iﬂly fZCQl Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU35067 Project Number: ¢9-14372
Sample ID: V34

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1616 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2610
ARG 1242 Below det fim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
RO 1260 Below det lim ug/Kg . 330 SW846 8082 BY 12/9/2010
ARQO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB Below det fim ug/Kg 330 SW3846 8082 BY 12/9/2010

PCB solid extraction Extracted 351073550 RG 12/7/2010

DL=Reported detection limit for analytical method requested, Some Released by: %L

compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: ) baivk.u

)
v

PCB results based on wet weight.
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Bmghtgn Brighton Analytieal, L.L.C.

. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (816) 229-8650

e-mail; bai-brighton(@sbcglobal net

To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave,

Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372

BA Sample 1D: BU0OS068 Project Number: 09-14372
Sample [D: V38
Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Anajysis
ARG 1016 Not detected ug/Kg 330 SWE840 8082 BY 12/9/2010
ARG 1221 - Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARG 1232 Not detected ug/Kg 330 SWg46 8082 BY 12/9/2010
ARO 1242 Below det lim ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW846 85082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010

RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
AROQO 1262 Not detected ug/Kg - 330 SW846 8082 BY 12/9/2010
ARG 1268 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCR solid extraction Extracted 3510/3550 RG 12/7/2010
DI=Reported detection limit for analytical method requested. Some Released by: ( &é 0 (m i~
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: ;\,;,__\L_i(_b %

PCB results based on wet weight.
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" Brighton Analytical, L.L.C.
Bﬂg hi@ﬂ i 2105 Pies}; Drive
Amly tical Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton{@sbegiobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date: . 12/10/2010

BA Report Number: 11939 Praject Name: 09-14372
BA Sample ID: BUG5069 Project Number: ¢9-14372
Sample ID: V36

: Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCE Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQO 1221 Not detected ug/Kg 330 SWg46 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/69/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW346 8082 BY 12/9/2010
ARO 1254 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB 710 ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DIL=Reported detection Hmit for analytical method requested. Some Released by: KQA \& . \ N
compounds require special analytical methods to achieve MDNR designated /
target detection limits (TDL), Date: L A

PCB results based on wet weight.
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. B?’l hi@ﬁ Brighton Analytical, L.L.C.
. 2165 Pless Drive
Amﬂyiw@f Brighton, Michigan 48116
L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: £1939 Project Name: 09-14372
BA Sample ID: BU0S070 Project Number: $9-14372
Sample ID: V37

: ‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW84s6 8082 BY 12/9/2010
ARQO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARG 1242 Below det lim ug/Kg 330 SW84e6 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
.RO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg - 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/8/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by: (_&kk&_&d,ln /
compounds require special analytical methods to achieve MDNR designated N / \ V
target detection limits (TDL). Date: \L .0

PCB results based on wet weight.
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) Brighton Analytical, L.L.C.
B?’Z hi@n ; 2105 Pleg; Dri:/e
Analyizcal Brighten, Michigan 48116
LTI C ™ Phone: (810) 229-7575 FAX: (810) 229-8650

g-mail: bai-brighton(@sbeglobal net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372

BA Sample ID: BUGS071 Project Number: 09-14372
Sample ID: V38
Analysis

Parameters Resuits Units DL Method Reference  Analyst Date
PCEB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2G10
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
AROQO 1248 Not detected ug/Keg 330 SW846 8082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SWeg46 8082 BY 12/9/2010

1RO 1260 Below det lim ug/Kg 330 SWg4o 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
AROQ 1268 Not detected ug/Kg 330 SW346 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by: Qj}\ Ql J&L&\ ) ‘Kl,ﬂ
compounds tjcqui.re .specia] analytical methods to achieve MDNR designated t \
target detection limits (TDL). Date: T-wdooT f

PCB results based on wet weight.
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Bmght@n Brighton Analytical, L.L.C.
AHQZ tical 2105 Pless Drive

Y Brighton, Michigan 48116
[.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/106/2010

BA Report Number: 1193% Project Name: (9-14372
BA Sample ID: BUGS072 Project Number: (3-14372
Sample ID: V39

‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCEB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1242 Below det lim ug/Kg 330 SW3846 8082 BY 12/9/2010
ARQ 1248 Not detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1254 Neot detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ng/Kg - 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SWE846 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DI=Reported detection limit for analytical method requested. Some Released by: Q,(Z{ i&i
compounds require special analytical methods to achieve MDNR designated \/
target detection limits (TDL). Date: \L \4 ‘i\né

PCB results based on wet weight.
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Bf’lghiﬂﬂ Brighton Analytical, L.L.C.
A Z #i Z 2105 Pless Drive

naiyrica Brighton, Michigan 48116
L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton{@sbeglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/10/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUG5073 Project Number: 09-14372
Sample ID: V40

' Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Anmalysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1221 Neot detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARQ 1232 Neot detected ug/Kg 330 SWE46 8082 BY 12/9/2010
ARQ 1242 Below det lim ug/Kg 330 SWE846 8082 BY 12/9/2010
ARO 1248 KMot detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1260 Below det lim ug/Ke 330 SW846 3082 BY 12/9/2016
ARQO 1262 Not detecied ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 12/7/2010
DL=Reported detection limit for analytical method requested. Some Released by: (_ﬂ,&(k . j(-\
compounds require special analytical methods to achieve MDNR designated =
target detection limits (TDL). Date: =k do

PCB results based on wet weight.
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B}‘gghf@n Brighton Analytieal, L.L.C.

. 2105 Pless Drive
Analy’ thﬂl Brighton, Michigan 48116

L.L.Cm™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton(@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/10/2010

BA Report Number: 11938 Project Name: (9-14372
BA Sample ID: ‘BU05074 Project Number: 09-14372
Sample ID: V41

Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE46 8082 BY 12/6/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1242 Below det lim ug/Kg 330 SWE46 8082 BY 12/9/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY | 12/8/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/9/2010
ARO 1262 Not detected ug/Kg 330 SW§46 8082 BY 12/9/2016
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/9/2010
Total PCB 380 ug/Kg 330 SW846 8082 BY 12/9/2010
PCB solid extraction Extracted 3510/3550 RG 127772010
DL=Reported detection limit for analytical method requested. Some Released by: 3 :
compounds require special analytical methods to achieve MDNR designated [
target detection limits (TDL). Date: -4 i [

PCB results based on wet weight.
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Byighmm Brighton Analytical, L.L.C.
2105 Pless Drive

Analytical Brighton, Michigan 48116
L.L.C™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/13/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUGS075 Project Number: 09-14372
Sample ID: V42

: Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW3a46 8082 BY  12/10/2010
ARO 1221 . Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1232 Not detected ug’Kg 330 SW84de 8082 BY  12/10/2010
ARO 1242 Below det lim ug/Kg 330 SWE846 8082 BY 12/10/2010
ARO 1248 Not detected ug/Kg 330 SW346 8082 BY 121072010
ARO 1254 Mot detected ug/Kg 330 SW846 §082 BY 12/10/2010
RO 1260 Below det lim ug/Kg 330 SWa46 8082 BY  12/10/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/10/2010
ARO 1268 Not detected ug/Kg 330 SWede 8082 BY  12/10/2010
Total PCB 370 ug/Kg 330 SW846 8082 BY  12/10/2010
PCB solid extraction Extracted 3510/3550 RG 12772010
DL=Reported detection limit for analytical method requested. Some Released by: ( Q\&-&L - \\
compounds require special analytical methods to achieve MDNR designated ) “‘“‘”\
target detection limits (TDL). Date: ALK (o

PCB results based on wet weight.
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B T’Zg thW Brighton Analytical, L.L.C.
\ Analytical 2105 Pless Drive
LLC Brighton, Michigan 48116
T Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbegiobal net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/14/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU0S076 Project Number: 09-14372
Sample ID: V43

Analysis

Parameters Resuits Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARQO 1221 Not detected ug/Ke 330 SWE46 BOS2 BY 12/13/2010
ARO 1232 Not detected ug/Kg 330 SWe46 8082 BY 12/13/2010
ARO 1242 Below det lim ug/Ke 330 SW846 8082 BY 12/13/2010
ARQ 1248 Not detected ug/Kg 330 SW3846 8082 BY 12/13/2010

RO 1254 Not detected ug/Kg 330 SW846 3082 BY 12/13/2010
ARO 1260 Below det lim ug/Kg 330 SWS846 8082 BY 12/13/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1268 Not detected ug/Kg 330 SWE846 8082 BY 12/13/2010
Total PCB 390 ug/Kg 330 SW846 8082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB 12/10/2010
DL=Reported detection limit for analytical method requested. Some Released by ‘ &p@Z___
compounds 1.‘equi.re .spe?ial analytical methods to achieve MDNR designated i M ) /}
target detection limits (TDL). Date: o

PCB results based on wet weight.
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; Brighton Analytical, L.L.C.
BW hﬁ@ﬁ i 2105 Ples}; Drive
Analytical Brighton, Michigan 48116
L.L.C.,TM Phone: (810) 229-7575 FAX: (810) 226-8650

e-matl: bai-brighton@sbcglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date;  12/14/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BUBSGT77 Project Number: 09-14372
Sample ID: V44

: Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARQ 1016 Not detected ug/Kg 330 SWE46 BOR2 BY 12/13/2010
ARQO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARQO 1232 Not detected ug/Kg 330 SWg46 8082 BY 12/13/2010
ARQO 1242 Below detf lim ug/Kg 330 SWE46 8082 BY 12/13/2010
ARQ 1248 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010

yRO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1262 Not detected ug/g 330 SWR46 8082 BY  12/13/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/313/2010
Total FCB Below det lim ug/Kg 330 SW846 8082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB  12/10/2010
DL=Reported de'tection ?imit for afnalytical method relquestqd. Some . Released by: /@ﬁ > L_‘
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: /GQ—// ’7‘/ /D

PCB results based on wet weight.
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; Brighton Analytical, L.L.C.
BTZ hi@?’l 2105 Pless Drive

Analytical Brighton, Michigan 48116
LL C,TM Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal. net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/14/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample [D: BU05(}78 Project Number: ¢9-14372
Sample ID: V45

' Analysis
Parameters Results Units DI Method Reference  Analyst Date
PCB Analysis
ARO 10106 Not detected ug/Kg 330 SWEg46 8082 BY 12/13/2010
ARO 1221 Not detected ug/Kg 330 SWEg46 8082 BY 12/13/2010
ARO 1232 Not detected ug/Kg 330 - SWs46 8082 BY 12/13/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1254 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
RO 1260 Below det lim ug/Kg 330 SWE46 8082 BY 12/13/2010
ARG 1262 Not detected ug/Kg 330 SWE846 8082 BY 12/13/2010
ARO 1268 Not detected ng/Kg 330 SW3846 8082 BY 12/13/2010
Total PCB Below det Iim ug/Kg 330 SW846 8082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB  12/10/2010
DL=Reported detection limit for analytical method requested. Some Released by: D
compounds require special analytical methods to achieve MDNR designated ﬁ »
target detection limits (TDL). Date: /c,:ly//'fyj D

PCB results based on wet weight.
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B?"i %f’@ﬁ ' Brighton Analytieal, L.1L.C.
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L. [.C.™ Phene: (810) 229-7575 FAX: (8106) 229-8650
e-mail: bai-brighton(@sbcglobal.net
To: McDowell & Associates
Sampie Date:  {2/6/2010 21355 Haicher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/14/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID; BUO5079 Project Number: 09-14372
Sample ID: V46

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARO 1221 Not detected ug/Kg 330 SW8B46 8082 BY 12/13/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARQ 1242 500 ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1248 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARO 1254 Not detected ug/kg 330 SW846 8082 BY 12/13/2010
RO 1260 Below det lim ug/Kg 330 SWE46 8082 BY 12/13/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1268 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
Total FCB 800 ug/Kg 330 SW846 58082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB 12/10/2010
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

PCB results based on wet weight.
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; Brighton Analytical, 1..1..C.
BW hi(m 2105 Pless Drive

Amfytzcazi Brighton, Michigan 48116
L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/14/2010

BA Report Number: 11939 Project Name: (9-14372
BA Sample ID: BU@5080 ‘ Project Number: 09-14372
Sample ID: V47

Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 R0E2 BY 12/13/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1242 Below det lim ug/Kg 330 SWE46 8082 BY 12/13/2010
ARO 1248 Not detected ug'Kg 330 SWg46 8082 BY 12/13/2010
ARO 1254 Not detected ug/Ke 330 SWg46 8082 BY 12/13/2010

RO 1260 Below det lim ug/Keg 330 SWg46 8082 BY 12/13/2010
ARO 1262 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARO 1268 Not detected ug/Kg 330 SWEg46 8082 BY 12/13/2010
Total PCB 440G ug/Kg 330 SWB846 8082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB 12/10/2010°
DL =Reported detection limit for analytical method requested. Some Released by: :29/0&2-—
compounds 1;equi_re .special analytical methods to achieve MDNR designated 0272 /
target detection limits (TDL). Date: Vel t) ] s

PCB results based on wet weight.
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Bﬁ' hf@ﬁ Brighton Analytical, L.L.C.
. 2105 Pless Drive
AW@EWICQZ Brighton, Michigan 48116
[ L. C ™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton{@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/14/2010

BA Report Number: 11939 Project Name: 69-14372
BA Sample ID: BU0G5S081 Project Number: 9-14372
Sample 1D:- V48

. Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARQ 1016 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1221 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARQD 1232 Not detected ug/Kg 330 SWEg46 8082 BY 12/13/2010
ARG 1242 Below det lim ug/Kg 330 SWg46.8082 BY 12/13/2010
ARG 1248 Not detected ug/Kg 330 SWR46 B082 BY 1271372010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010

RO 1260 Below det lim ug/Kg 330 SW3a46 8082 BY 12/13/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARQO 1268 Not detected ug/Kg 330 SW3846 8082 BY 12/13/2010
Total PCB 350 ug/Kg 330 SWE46 8082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB 12/10/2010
DL=Reported detection limit for analytical method requested. Some Released by: 0P0
compounds Tequi_re _special analytical methods to achieve MDNR designated /. _‘2-/ f
target detection limits (TDL). Date: d

PCB results based on wet weight.
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; Brighton Analytical, 1..1..C,
BF”Z ht@ﬁ ° 2105 Plesi Drive
Analytical Brighton, Michigan 48116
! LL C’TM Phone: {(810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/14/72010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU(G5082 Project Number: (9-14372
Sample ID: V49

Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCEB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1221 Net detected ug/Kg 330 SW846 8032 BY 12/13/2010
ARO 1232 Net detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1242 570 ug/Kg 330 SWE&46 8082 BY 12/13/2010
ARQO 1248 Not detected ug/Kg 330 SW346 8082 BY 12/13/2010
ARQO 1254 Not detected ug/Kg 330 SWa46 8082 BY 12/13/2010

+RO 1260 380 ug/Kg 330 SWg46 8082 BY 12/13/2010
ARO 1202 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARO 1268 Not detected ﬁgf’Kg 330 SWE46 8082 BY 12/13/2010
Total PCB 950 ug/Kg 330 SWE46 8082 BY 12/13/2010
PCB solid extraction Extracted 351/3550 MB  [2/10/2010
DlL=Reported de.tﬁction !imit for gnalytical method requeste_d. Some Released by: % ;
compounds require special analytical methods to achieve MDINR designated
target detection limits (TDL). Date: /59/ / ‘;ﬁ/ / O

PCB results based on wet weight.
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; Brighton Analytical, L.L.C.
B?"Z hi@” 2105 Pless Drive
ﬁﬁﬁlyi’lmz Brighton, Michigan 48116
L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-maii: bai-brighton@sbeglobal net

To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/14/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU05083 Project Number: 09-14372
Sample [D: V50

: Analysis

Parameters Results Units bL Method Reference  Analyst Date
PCB Analysis
ARC 1016 Not detected ug/Kg 330 SWE46 8082 BY 12/13/2010
ARG 1221 Not deteeted ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/13/2G10
ARQO 1254 Not detected ug/Kg 330 SWg46 8082 BY 12/13/2010

WRO 1260 390 ug/Kg 330 SW846 8082 BY 12/13/2010
ARO 1262 Not detected ug/Kg 330 SWE846 8082 BY 12/13/2010
ARQO 1268 Not defected ug/Kg 330 SWE46 8082 BY 12/13/2010
Total PCB 670 ug/Kg 330 SWE846 8082 BY 12/13/2010
PCB solid extraction Extracted 3510/3550 MB 12/10/2010
DL=Reported detection limit for analytical method requested. Some Released by: 0L
compounds require special analytical methods to achieve MDNR designated p
target detection limits (TDL). Date: /é?/ /47[%/ /7)

PCB results based on wet weight.
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B?Zg hf@ﬁ Brighton Analytical, L.L.C.
Analytical 2105 Pless Drive

L.L.C. Brighton, Michigan 48116
™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton{@shecglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample 1D: BUG5084 Project Number: 09-14372
Sample [D: V51

‘ Analysis
Parameters Resuits Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SWg46 8082 BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SWE46 8082 BY 12/14/2610
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARQO 1248 Not detected ug/Kg 330 SWE846 8082 BY 12/14/2010
ARQ 1254 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARG 1262 Not detected ug/Kg 330 SWE46 8082 BY 12/14/2010
ARQO 1268 Not detected ug/Kg 330 SWE846 8082 BY 12/14/2010
Total PCB 580 ug/Kg 330 SWg46 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12111/2010

DL=Reported detection limit for analytical method requested. Some Released by: Qg Q{
compounds require special analytical methods to achieve MDNR designated 2 J /
target detection limits (TDL). Date: / ‘D: / D

PCB results based on wet weight.
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Brichton Brighton Analytical, L.L.C.
Aﬂﬁ Z fiCQ Z 2105 Pless Drive

Y Brighton, Michigan 48116
. C ™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbeglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, Ml 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name; 69-14372
BA Sample 1D: BUGS085 Project Number; $9-14372
Sample ID; V52

Analysis
Parameters Results Units DL Method Reference  Amnalyst Date

PCEB Analysis
ARQO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/14/2G610
ARG 1221 Not detected ug/Kg 330 SW846 8082 BY 12/14/2610
ARG 1232 Neot defected ug/Kg 330 SW846 8082 BY 12/14/2010
ARG 1242 550 ug/Kg 330 SW3846 8082 BY 12/14/2010
ARO 1248 Not detected ug/Kg ' 330 SW846 8082 BY 12/14/2010
ARQ 1254 Not detected ug/Kg 330 SW846 §082 BY  12/14/2010
ARO 1260 730 ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1262 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
Total PCB 1380 ug/Kg 330 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL=Reported detection limit for analytical method requested. Some Released by: o Amaf -
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date; % Q/ / é / D

PCB results based on wet weight.
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Sample Date:
Submit Date:
Report Date:

Brighton
Analytical
L.L.C. ™ Phone: (810) 229-7575 FAX: (810) 229-8650

Brighton Analytical, L.L.C,

2105 Pless Drive

Brighton, Michigan 48116

e-mail; bai-brighton@sbeglobal net

: McDowell & Associates

21355 Halcher Ave,
Ferndale, MI 48220

BA Report Number: 11939 Project Name: 09-14372
BA Sample [D: BU0S086 Project Number: 09-14372
Sample ID: V53
Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCRB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1232 Not detected ug/ig 330 SWE846 8082 BY 12/14/2010
ARO 1242 550 ug/Ke 330 SWa46 8082 BY 12/14/2010
AROQO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
AROQ 1254 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1260 776 ug/Kg 330 SW846 8082 BY 12/14/2010
ARQO 1262 Not detected ug/Kg 330 SWE846 8082 BY 12/14/2010
ARO 1268 Not detected ug/Kg 330 Sw846 8082 BY 12/14/2010
Total PCB 1400 ug/Kg 330 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL=Reported detection limit for analytical method requested. Some Released by: m
compounds require special analytical methods to achieve MDNR designated ’ 3
target detection limits (TDL). Date: C//;&?f{, é / /e,

PCB resuits based on wet weight.
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Brichion Brighton Analytical, L.L.C.
A?’I@ Zy iiCQ Z 2105 Pless Drive

Brighton, Michigan 48116
L.L.C. ™ Phone: (810) 229-7575 FAX: (810) 229-8650

¢-mail: bai-brighton(@sbeglobal.net

To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/26G10

BA Report Number: 11939 ) Project Name: 09-14372
BA Sample [D: BU0OS087 Project Number: 09-14372
Sample ID: V54

‘ Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCE Analysis
ARO 1016 Not detected ug/Kg 330 SW84e 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SWg46 8082 BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/14/20610
ARO 1242 510 ug/Kg 330 SW846 8082 BY  12/14/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1254 Not detected ug/Kg 330 SWa46 8082 BY 12/14/2010
ARO 1260 ' 480 ug/Kg 330 SWE46 8082 BY 12/14/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1268 | Not detected ug/Kg 330 SW846 8082 BY 12/142010
Total PCB 1000 ug/Kg 330 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/112010
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDINR designated
target detection limits (TDL). Date:
PCB results based on wet weight. £
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Bmghfgm Brighton Analytical, L.L.C.
2105 Pless Drive

Analytical Brighton, Michigan 48116
L.E.C. ™ Phene: (810) 229-7575 FAX: (810) 229-8650
e-mail; bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name: (9-14372
BA Sample 1D: BU(S(88 Project Number: 09-14372
Sample ID: V55

: : Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARQO 1016 Not detected ug/Kg 330 SW3846 8082 BY 12/14/2010
ARQO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SW§846 8082 BY 12/14/2G10
ARO 1242 Below det lim ug/Kg 330 SWE846 8082 BY 12/14/2010
ARG 1248 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1254 Below det lim ug/Kg 330 SW846 8082 BY  12/14/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1262 Not detected ug/Kg 330 SWE846 8082 BY 12/14/20610
ARO 1268 Not detected ug/Kg 330 SW846 8082 BY  12/14/2010
Total PCB 770 ug/Kg 330 SWE846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

PCB results based on wet weight.
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Brichton Brighton Analytical, L.L.C.
Anﬁ z tiCEE Z 2105 Pless Drive

Y Brighton, Michigan 48116
L.L.C. ™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/16/2010 '

BA Report Number: 11939 Project Name: (9-14372
- BA Sample ID: BU05089 Project Number: 09-14372
Sample ID: V56

: Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SwWg468082 . BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SWE846 8082 BY 12/14/2010
ARG 1242 Below det lim ug/kKg 330 SW846 8082 BY 12/14/2010
ARQO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1254 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
AROQO 1268 Not detected ug/Kg 330 SWg46 8082 BY 12/14/2010
Total PCB 480 ug/Kg 330 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010

DL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated T p
target detection limits (TDL). Date: _ /) é /O

PCB resulis based on wet weight,
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Brichton Brighton Analytical, L.L.C.
- 2105 Pless Drive
AYEQZ y flCﬁZ Brighton, Michigan 48116
L.L. C ™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton{@sbcglobal.net
To: McDoweil & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name: 69-14372
BA Sampie ID: BU0S090 Project Number: §9-14372
Sample ID: V57

Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCRB Analysis
ARO 1016 Not detected ug/Kg 330 SWE846 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SWg46 5082 BY 12/14/20610
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1242 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1248 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1254 Below det lim ug/Kg 330 SWg4e 8082 BY 12/14/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1262 Not detected ug/Kg 330 SW34e6 8082 BY 12/14/2010
ARO 1268 Not detected ug/Kg 330 SW34o 8082 BY 12/14/2010
Total PCB 726 ug/Kg 330 SWg46 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/.2010
DL=Reported detection limit for analytical method requested. Some Released by: S
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date: & /‘%// / é/ 1o)

~ PCB results based on wet weight.
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Brichton Brighton Analytical, L.L.C.
2105 Pless Drive

Analytical Brighton, Michigan 48116
L. L. C. ™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 : 21355 Hatcher Ave,
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name: (9-14372
BA Sample ID: BU0OS091 Project Number; 09-14372
Sample ID: V58

Analysis
Farameters Results Units DL Method Reference  Analyst Date

PCB Amalysis
ARO 1016 Not detected ug/Keg 330 SW846 8082 BY 12/14/2010
ARQ 1221 Not detected ug/Kg 330 SWB846 8082 BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1242 Below det lim ug/Kg 330 SW34s 8082 BY 12/14/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1254 : Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARQO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1268 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
Total PCB 400 ug/Kg 330 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL=Reported detection Hmit for analytical method requested, Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

PCB results based on wet weight,
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B;»igmgn Brighton Analytical, L.L.C.
Analytical 2165 Pless Drive

¥ Brighton, Michigan 48116
. [.L.C. ™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail; bai-brighton{@sbeglobal.net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010

BA Report Number; 11939 Project Name: 09-14372

BA Sample ID: BUG5092 Project Number: 09-14372
Sample [D: V59
: Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARQO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1242 . 380 ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1248 Not detected ug/Kg 330 SW346 8082 BY 12/14/2010
ARO 1254 Not detected ug/Kg 330 SW3a46 8082 BY 12/14/2010
ARO 1260 Below det lim ng/Kg 330 SW8a46 8082 BY 12/14/2010
ARG 1262 Not detected ug/Kg 330 SWE46 8082 BY 12/14/2010
ARO 1268 Not detected ug/Kg 330 SWE46 8082 BY 12/14/2010
Total PCB 680 ug/Kg 330 SWE46 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DlL=Reported detection limit for analytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

PCB results based on wet weight.
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Brighton Analytical, L.L.C.

2105 Pless Drive
Brighton, Michigan 48116
L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbeglobal.net

To: McDowell & Associates

21355 Hatcher Ave.
Ferndale, M1 48220

Sample Date:  12/6/2010
Submit Date:  12/6/2010
Report Date:  12/16/2010

BA Report Number: 11939
BA Sample ID; BU0S093

Project Name: (9-14372
Project Number: 09-14372
Sample ID: V68

‘ Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARQC 1016 Mgt detected ug/Kg 330 SWE46 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SWi46 8082 BY 12/14/2010
ARO 1232 Net detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1242 720 | ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1248 Not detected ug/Kg 330 SW3846 8082 BY 12/14/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010

RO 1260 510 ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1262 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1268 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
Total PCB 1200 ug/Kg 330 SW846 3082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 Cw  12/11/2010
DL~=Reported detection limit for analytical method requested. Some Released by: /Q 7% !

ire special i i i

:;rggo;igzéggulgn itE?TDLTalytlcal methods to achieve MDNR designated Date. Mé ’/) 2

PCB results based on wet weight,

Page 1






Brigmgn Brighton Analytical, L.L.C.
2105 Pless [Irive

Analytical Brighton, Michigan 48116
. L.L.C.™ Phone: {810) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton{@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010

BA Report Number; 11939 Project Name: 09-14372
BA Sample 1D: BU05094 Project Number: 9-14372
Sample ID: V61

Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARO 1016 Not deiected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1221 Not detected ug/kKg 330 SW846 8082 BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1242 Below det lim ug/Kg 330 SWa46 8082 BY 12/14/2010
ARQ 1248 Not detected ug/Keg 330 SW846 8082 BY 12/14/2010
ARQO 1254 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1260 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1262 Net detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1268 Not detected ug/Kg 330 SWg46 8082 BY 12/14/2010
Total PCB 670 ug/Kg 330 SW3846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL=Reported detection limit for anhalytical method requested. Some Released by: o
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL), Date:

PCB results based on wet weight.
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Brichton Brighton Analytical, L.IL.C.
Ana Z tea Z 2105 Pless Drive

Y Brighton, Michigan 48116
L L. .C.™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail; bai-brighton@shcglobal net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010 '

BA Report Number: 11939 Project Name: #9-14372
BA Sample ID: BU(5093 Project Number: 09-14372
Sample ID: V62

Analysis

Parameters Results Units DL Method Reference  Analyst Date
PCE Analysis
ARO 1016 Not detected ug/Kg 330 SW3846 8082 BY 12/14/2010
ARO 1221 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1232 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARQ 1242 Below det lim ug/Kg 330 SWE46 8G82 BY 12/1472010
ARO 1248 Not detected ug/Kg 330 SW3846 8082 BY 12/14/2010
ARQ 1254 Below det lim ug/Kg 330 SW846 8082 BY 12/14/2010
1RO 1260 Below det lim ug/Kg 330 SW3846 8082 BY 12/14/2010
ARQ 1262 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARD 1268 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
Total PCB 720 ug/Kg 330 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL~Reported detection limit for analytical method requested. Some Released by: WL
compounds require special analytical methods to achieve MDNR designated
targtft detectioﬁ limi‘[iJ {TDL). 4 i Date: (// /- Md‘/ / O

PCB results based on wet weight.
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Briohton Brighton Amalytical, L.L.C,
. 2105 Pless Drive
Analytical Brighton, Michigan 48116
L.L.C.™ Phone: (8§10) 229-7575 FAX: (810) 229-8650
e-mail: bai-brighton@sbcglobal.net
To: McDowell & Associates
Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, M1 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name: (9-14372
BA Sample ID: BU05056 Project Number: (9-14372
Sample ID: V63

: Analysis
Parameters Results Units DL Method Reference  Analyst Date

PCB Analysis
ARQO 1016 Not detected ug/iKg 330 SWe4e6 8082 BY 12/14/2010
ARG 1221 Not detected ug/Kg 330 SWi4de 8082 BY  12/14/2010
ARQO 1232 Not detected ug/Kg 330 SW3846 8082 BY 12/14/2010
ARO 1242 890 ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1248 Not detected ug/Kg 330 SW846 8082 BY  12/14/2010
ARO 1254 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1260 1966 ug/Kg 330 SW846 8082 BY 12/14/2010
ARO 1262 Not detected ug/Kg 330 Sw846 8082 BY 12/14/2010
AROQO 1268 Not detected ug/Kg 330 SW846 8082 BY 12/14/2010
Total PCB 1900 ug/Kg 330 SW846 8082 BY  12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL=Reported detection limit for anatytical method requested. Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL)). Date:

PCB results based on wet weight,
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Briohton Brighton Analytical, L.L.C.
L . 2105 Pless Drive

A?‘UZZWCQE Brighton, Michigan 48116
 L.L.C.™ Phone: (810) 229-7575 FAX: (810) 229-8650

e-mail: bai-brighton@sbcglobal. net
To: McDowell & Associates

Sample Date:  12/6/2010 21355 Hatcher Ave.
Submit Date:  12/6/2010 Ferndale, MI 48220
Report Date:  12/16/2010

BA Report Number: 11939 Project Name: 09-14372
BA Sample ID: BU0567 Project Number: $9-14372
Sample ID: Vo4

Analysis
Parameters Results Units DL Method Reference  Analyst Date
PCB Analysis
ARQO 1016 Not detected ug/Kg 660 SW846 8082 BY 12/14/2010
ARQ 1221 Neot detected ug/Kg 660 SWE46 8082 BY 12/14/2010
ARQ 1232 Nat detected ug/Kg 660 SW846 8082 BY 12/14/2010
ARO 1242 1400 ug/Kg 660 SWE46 8082 BY 12/14/2010
ARO 1248 Not detected ug/Kg 660 SW846 8082 BY 12/14/2010
. ARO 1254 Not detected ug/Kg 660 SW846 8082 BY 12/14/2010
RO 1260 1900 ug/Kg 660 SW846 8082 BY 12/14/2010
ARO 1262 ' Not detected ug/Kg 660 SW846 8082 BY 12/14/2010
ARO 1268 Not detected ug/Kg 660 SW846 8082 BY 12/14/2010
Total PCB 3200 ug/Keg 660 SW846 8082 BY 12/14/2010
PCB solid extraction Extracted 3510/3550 CW  12/11/2010
DL~Reported detection limit for analytical method requested, Some Released by:
compounds require special analytical methods to achieve MDNR designated
target detection limits (TDL). Date:

PCB results based on wet weight.
Elevated PCB dl due to sample matrix.
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